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COMOSS ELECTRONIC CO., LTD

3

XIANXI INDUSTRIAL PARK, SHATOU VILLAGE, ZHENAN ROAD, CHANGAN TOWN, DONG GUAN CITY,

GUANG DONG PROVINCE, CHINA

The sample name was submitted and identified by the client as : HDMI CABLE ASSEMBLIES #: /||

SGS Ref. : §Z060206601EC-3.1

Reports Received Date : MAR 09, 2006

Survey Period : MAR 09, 2006 TO APR 06, 2006

No. Part Name Report No. Issue date
1 PE 2021308/EC 2005:5812

2 AL-FOIL 2021311/EC ) 2005.5.12

8 PET GZSCR050313264/LP 2005.3.22

4 PVC 2021312/EC 2005.5.12

5 TNNED COPPER 2044382/EC 2005.11.30
6 HDMI CONNECTOR GZSCR0512101810/LP 2005.12.22
7 PRINTING INK 2021316/EC 2005.5.12

8 MASTER BATCH RED GZ0601003966/CHEM 2006.1.22

9 MASTER BATCH GREEN GZ0601003968/CHEM 2006.1.19

10 MASTER BATCH WHITE GZ0601003970/CHEM 2006.1.19
i MASTER BATCH YELLOW GZ0601003966/CHEM 2006.1.19

12 MASTER BATCH VIOLET GZ0601003964/CHEM 2005.1.19

e MASTER BATCH BROWN ) GZ0601003962/CHEM 2005.1.19

14 MASTER BATCH ORANGE GZ0601003965/CHEM 2005.1.19

15 MASTER BATCH BLUE GZ0601003969/CHEM 2005.1.19
Conclusion : The results shown on the report do not exceed the limit in commission decision of 18 Aug

2005 amending Directive 2002/95/EC (RoHS) notified under document 2005/618/EC.

Remark: Below samples on this report only be tested Lead, Cadmium, Mercury, Hexavalent Chromium content:

1.”Silvery metal shell” and “Silvery/coppery metal pin” in item No.6
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